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ERRATA 4 

Page 6, Section 5.2.4 should read: 

Sieves shall be in accordance with ASTM E11 or ASTM E161 and have approximate 
dimensions of 76 mm (3 in) in diameter and 69 mm (2,75 in) from top of frame to wire cloth. 




